
Sieve Size (mm)
Percent

passing
Specification

Complies

(Spec)

20 - -

16 - -

14 100 Yes

12.5 - -

10 98 - 100 Yes

8 100 - -

6.3 95 80 - 100 Yes

5 95 - -

4 24 - -

2.8 12 - -

2 7 0 - 20 Yes

1 5 0 - 5 Yes

0.5 0 - -

0.25 0 - -

0.125 0 - -

0.063 0.0 0 - 1.5 Yes

Moisture content (%) 4.5

Uniformity Coeff icient 2

GRADATION ANALYSIS TEST REPORT

Product: 2/6mm Quartz Gravel Single Size

Material Code: 70000143

Supplied by: Pottal Pool (6072)

Location: Stock

Sampled to: BS EN 932-1

Prepared to: BS EN 932-2

Testmethod: BS EN 933-1: 2012

Sample number AGG-0196106

Date Sampled 23/08/2026

Remarks 491

Sampled By: Huddlestone Tested By: Date Tested: 02/09/2026
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0.063 0.125 0.25 0.5 1 2 2.8 4 5 6.3 8 1012.514
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